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Abstract: This paper explores the effects of cement stabilization (5, 10, 15 and 20 wt%) on the
structural and mechanical properties (compressive/flexural strengths and fracture toughness) of
abandoned termite mound soil. The crystal structures and crystallinity of the constituents were
determined using X-ray diffraction (XRD), while the microstructure was characterized via scanning
electron microscopy (SEM) and energy dispersive X-ray spectroscopy (EDS). The functional groups
were also identified using Fourier transform infra-red spectroscopy (FTIR). The compressive/flexural
strengths of the stabilized and un-stabilized termite mound soil were also studied after curing for 7,
14 and 28 days. The fracture toughness mechanism was analyzed with the aid of the R-curve method.
Additionally, the underlying deformation and cracking mechanisms are elucidated via in-situ/ex-situ
optical and scanning electron microscopy. The stabilized termite mound soil displayed the highest
mechanical properties of 13.91 MPa, 10.25 MPa and 3.52 kPa·m1/2 for compressive strength, flexural
strength and fracture toughness, respectively. Besides displaying good mechanical properties and
being locally available at no cost, renewable and an eco-friendly material, the termite mound soil
will contribute to lowering the cost of housing in Sub-Saharan Africa, particularly in Chad.
Keywords: cement stabilization; termite mound soil; structure; compressive/flexural strengths;
fracture toughness; deformation and fracture mechanisms
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1. Introduction
In the last decades, the construction field is facing major concerns about the carbon
emissions associated with production of cement which is typically used for construction
of buildings across the world [1]. Since these emissions are responsible for about 7% of
global CO2 emissions [2,3], there is a need to explore alternative building materials that
will reduce the overall amount of CO2 emissions. This has stimulated significant research
efforts into alternative building materials [4,5] that can reduce the overall use of cement in
buildings [1,6]. Within this context, earth-based materials are “green” materials that can
reduce the carbon emissions [7] that are associated with the construction of buildings. Compared to conventional cement-based [8] building materials [9], earth-based materials are
cheap [10], environmental-friendly [11,12] and available [13] globally. They can also have
attractive combinations of mechanical properties [14,15] while consuming lower amounts
of energy during their production [16,17]. However, according to estimates by UN-Habitat,
approximately 238 million people lived in slums or informal settlements in Sub-Saharan
Africa (SSA) in 2018 [18]. These slums are generally considered to be sub-standard housing.
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They also contribute to low-life expectancy, poor heath indices and low indices of wellbeing because housing is a major fundamental need for human being and constitutes the
main factor for its survival and its development. Therefore, adequate housing contributes
to physical development, moral health and social stabilization. All these factors affect
immensely individual ability and productivity, thus the low productivity of SSA. In SSA,
some countries have easy access to conventional building materials as is the case of Nigeria
compared to others SSA countries, for instance Chad. In Nigeria, the construction industry
is directed towards development of sustainable materials from wastes [5,13] and earthbased [19] and recycled materials [12] through environmental-friendly technologies [6]. In
Chad, transformation of local materials into sustainable construction materials have not
been promoted, hence the region’s dependence on cement. Despite that, Chad’s access to
conventional building materials is problematic because of geographical constraints and
scarcity of manufacturing industries. In fact, in Chad, construction materials are principally
imported from Nigeria as the few local manufacturing industries are not reliable [20,21];
consequently, these imported materials are very expensive. In addition, the construction
field is dependent on the borders movement as it witnesses shortages that paralyze this
field. Chad is one of the central African countries that has experienced massive growth
of slums with immense decrease of productivity in the last decades. In Chad, the gross
domestic product is estimated at 728 USD per citizen and the general debt rate is evaluated
at 334 USD per citizen [22], for a population of 15 million in 2018. Additionally, from the
World Bank report an adult in Chad is 71% less productive than a person benefiting from
appropriate basic needs services [23] (health, housing and education). It is noteworthy that
the cost of a standard house is about 1000 USD per m2 [24]. From those statistics, affording
an adequate house is really difficult for a low-income citizen, but in reality, it is almost
impossible. Henceforth, a first step of addressing the problem of housing in Chad can be
the partial replacement of cement with natural pozzolanas or similar in the production
of blocks. This could solve the challenge of cost, however, the challenges related to the
brittle failure can be addressed by addition of natural fibers as reinforcement. In most
cases, the structural applications of earth-based materials [11] require the use of cement as
a stabilizer [25] or reinforcement with natural [26]/synthetic [27] fibers. In any case, the
underlying strengthening and toughening mechanisms associated with the stabilization
of earth-based materials have not been studied using the mechanistic approaches that
have been applied to the study of natural fiber-reinforced earth-based composites [15].
Termite hills are classified as earth-based materials, they are very abundant in Chad but
do not serve any economic value, so they are often demolished. In contrast, our basic
understanding of termite hill soil composition, formation and bonding is still very limited. Termite hill soil or (termite mound soil, TMS) is obtained from termite hills that
are produced by mound-building termites [28]. Termites are the dominant species in the
tropical ecosystem, where they constitute up to 95% of the total quantity of soil insect in
the ecosystem. They are considered as “ecosystem engineers” because they bind the soil
with their secretions (saliva) to produce complex and robust termite mounds. They also
egest and excrete organic matter and elements such as phosphorus, potassium, magnesium
and nitrogen, which can be mixed with the soil for applications in agriculture [29]. Hence,
termite mound soils contain relatively high contents of organic matter. Their relatively
high pH values also increase their ability to mix with nearby soils. Furthermore, the guts
of termites have been shown to contain compartments that present rising gradients of pH
and different status of oxygen and hydrogen [30], which may contribute ultimately to the
chemistry and structure of termite mound soils. In any case, the resulting termite mounds
contain soils with clay contents that are 20% greater than those in nearby soils [28].
Prior work by Elinwa [31] has explored the potential to use termite mound soils as
pozzolanic materials in mixtures of calcined ant mound clay and cement mortar. Their
work explored the effects of ant mound clay on the hydration process (in cement), as well
as the resulting compressive strength, and its repercussions for the flexural and splitting
tensile strength. They concluded that their ant mound clay was a weak pozzolanic material.
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Previous work reported that termite mound clay is a better molding material than
ordinary clay [32]. The improvements in the molding characteristics of the termite mound
soil were attributed to the effects of saliva secretions (from termites) during the construction
of termite mounds. Minjinyawa et al. [30] have also shown that termite mounds have
good resistance to erosion, abrasion and penetrations of liquids, compared to ordinary clay.
Other researchers have also suggested that the improved mechanical properties of TMS
(compared to those of nearby soils) can be attributed to the effects of termite secretions [32].
Researchers have suggested that termites can also have a significant effect on nutrient
cycling and the renewal of mineral soil [33]. Gandia et al. [29] have also studied the effects
of mixing synthetic termite saliva with adobe. The resulting materials exhibited a modest
increase in the bulk densities of adobe with mixtures of saliva. Synthetic termite saliva
products have emerged from prior studies on TMS [34]; they play the role of stabilizer
due to the formation of organo-mineral compounds (that are present in the soil) that bind
clay particles together. The products obtained from termite saliva are also ecologically
sustainable, hydrophobic, water soluble, resistant to oxidation, resistant to microorganisms,
applicable as low viscosity and cost efficient [35]. Subsequently, termite mound soil
presents the characteristic of a sustainable and renewable alternative to conventional
building materials except for the few problems that can be solved through stabilization
among other techniques. From the American Society for Testing and Materials (ASTM),
stabilization is a technique to increase the soil strength by enhancing its load-bearing
capacity, improving its permeability and resistance and solving swelling and damping
problems [36]. Boga et al. carried out studies on the spatial distribution and density of
termites in an artificial botanic forest. They found out that over 26 termites’ mounds were
inactive out of 165 mounds [37]. Based on these results, it can be deducted that the quantity
of inactive termite mounds may be higher in the natural environment.
In any case, our current understanding of the effects of stabilizers on strength and
fracture behavior of termite mound soils is limited. Therefore, the current study will explore
the effects of cement stabilizers [38] on the strength and fracture toughness of controlled
mixtures of termite mound soil and cement. This study is a first in terms of examining the
fracture mechanism in soil-based termite mound mixtures. It is anticipated that the partial
replacement of cement with termite mound soil could reduce the effective cost of building
materials that are used in sustainable construction. It could also reduce the overall gas
emissions associated with the production of mortars that are used for the stabilization of
earth-based materials. It is noteworthy to recall that in this study abandoned (or inactive
termites’) mounds have been used.
This paper is divided into 4 sections. Following the introduction in part 1, the materials that are used are presented in Section 2, along with the experimental proce-dures.
The related theory is then presented with the structure and mechanical proper-ties in
Section 3. Salient conclusions arising from this study are then presented in Section 4.
2. Materials and Methods
2.1. Materials
The termite mound soil that was used in this study was collected from mounds
in N’djamena, Chad. The particle sizes of the soils extracted from the 10-15-year-old
deserted mounds were determined via sieving in accordance with the British Standard BS
1377:2 code [39]. This revealed that 85% of particles were finer than 800 µm. Atterberg
limits for the termite mound soil were determined in accordance with BS 1377:2. The
moisture content of the termite mound soil was also determined in accordance with BS
1377:2, while the specific gravity was determined using the ASTM D854—14 code [40].
Energy dispersive spectroscopy (EDX) was used to obtain semi-quantitative estimates of
the chemical compositions of the Termite Mound Soil (TMS) during scanning electron
microscopy (SEM). This was done using a Carl Zeiss scanning electron microscope that was
instrumented with a Model EVO LS10 EDX system (Carl Zeiss, Pleasanton, CA, USA). The
physical properties and the chemical composition of the TMS are summarized in Table 1.
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Table 1. Termite mound soil physical and chemical characteristics.
Physical Properties
Particle size distribution
Moisture content
Specific gravity
Dry density
Optimum moisture content
Liquid limit
Plastic limit
Plasticity index

85% smaller than 800 µm
3.85%
2.60
0.458 g/cm3
15%
35.17%
20.80%
14.37%

Chemical Composition (main elements only) wt.%
SiO2
Al2 O3
Fe3 O4
K2 O

19.376
9.154
7.534
1.865

Portland cement produced by Dangote Portland Limestone Cement Industry (Abuja,
Nigeria) from their depot at the Federal Capital Territory, Nigeria. The Portland cement
was used as a stabilizer in this study. The cement used is the Portland cement type I
following the ASTM requirements for general construction purpose [41] with fairly high
tricalcium silicate C3 S. The ordinary Portland cement contains about 75 wt% of calcium
silicate minerals with fine particles of 70 µm according to the supplier.
In the sample preparation order, TMS/cement mixtures with 0, 5, 10, 15 and 20 wt%
of Portland cement were mixed in a laboratory mixer for 5–10 min before addition of water.
The resulting mixtures were then poured into metallic cubic molds with dimensions of 50
mm × 50 mm × 50 mm for the fabrication of compression testing, whereas molds with
dimensions of 200 mm × 100 mm × 50 mm were used for bend specimens or determination
of flexural strengths. For the determination of fracture toughness, molds with dimensions
of 200 mm × 100 mm × 50 mm with single edge notch were used. The specimens were
cured at room temperature (27 ◦ C) for 7, 14 and 28 days before testing, and a minimum of
3 samples were produced for each formulation for each testing. All the mix designs were
produced under the same conditions, but not on the same day.
2.2. Material Characterization
X-ray diffraction (XRD) was used to determine the crystal structures of the minerals
that were present in the mixtures of TMS at the different replacement level of Portland
cement. This was done using a Thermo Scientific X-ray Fluorescence (XRF) Epsilon Spectrometer (model ARL quant’x XRD, Rotkreuz, Switzerland) that was operated within a 2θ
range of 3–65◦ , a wavelength of 1.5406 Å and an angular velocity of 3 ◦ /min. The XRD
samples were prepared by grinding the TMS and the mixture (with a pestle and a mortar) to
a fine homogeneous powder. The ground powder was poured onto an aluminum specimen
holder prior to XRD analysis.
A Thermo Scientific Nicolet iS5 FTIR system (Thermo Scientific Nicolet, Worcester, MS,
USA) was used for the characterization of bonds that were present in the powder mixtures
of TMS and Portland cement with volume ratios of 100:0, 95:5, 90:10, 85:15 and 80:20. Prior
to FTIR analysis, the different mixtures were blended with potassium bromate (KBr) in a
ratio of 5:1. This was done in a ceramic mold before compacting the mixed powders to
form pellets that were placed on specimen holders for the FTIR analysis.
SEM was used to characterize the cured microstructures of the TMS and Portland cement structures. This was done using a Carl Zeiss Model EVO LS10 (Carl Zeiss, Pleasanton,
CA, USA) that was instrumented with an EDX system that can detect elements between
sodium (Na, Z = 11) and uranium (U, Z = 92) with high resolution. Prior to SEM imaging,
the samples were embedded in z silver containing a polymer/metal mixture, ground,
polished and coated with gold, to facilitate the imaging of the surfaces using SEM.
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2.3. Mechanical Properties Measurements
For the compression deformation, compressive strength testing was carried out on
the specimens for each composition of TMS and Portland cement with volume ratios of
100:0, 95:5, 90:10, 85:15 and 80:20. Three samples were produced for each composition
and were cured at room temperature (27 ◦ C) for 7, 14 and 28 days, prior to mechanical
testing. The specimens were then loaded monotonically in an electromechanical testing
machine UTM7001 Model 4002 (Utest, Ankara, Turkey) at a loading rate of 1.2 kN/s. Prior
to testing, the actual dimensions of the specimens were measured using Vernier calipers.
The compressive strengths were thus obtained from the following expression:
σc =

Fi
Ai

(1)

where σc is the compressive strength in megapascal (MPa), Fi is the force at the onset of
failure in newton (N) and Ai is the initial cross-sectional area in millimetre square (mm2 ).
The flexural tests were conducted on specimens of 200 mm × 100 mm × 50 mm; for
each formulation three samples were produced and cured in the laboratory environment at
room temperature (27 ◦ C) for 7, 14 and 28 days. Hence, a total number of 45 specimens
were produced for the flexural tests. The specimens were subjected to the same conditions
before being loaded under a three-point bending regime in a hydraulic universal testing
machine UTM7001 Model 4002 (Utest, Ankara, Turkey) at a loading rate of 1.2 KN/s. The
flexural strength was calculated from the following equation:
σf =

3FL
bd2

(2)

where σf is the flexural strength in MPa, F is the load at the onset of failure in N, L is the
distance between the support points in m, b is the breadth in m of the specimen and d is
the width of the specimen in m. Three specimens were tested for each composition.
To study the fracture toughness, the resistance-curve method was used. Experiments
were carried out on single edge notched bend (SENB) [33]; the specimens were molded in
metallic molds with a notch to width ratio (a0 /w) of 0.4. The specimens were subjected to
three-point bend loading in an electromechanical testing machine UTM7001 Model 4002
(Utest, Ankara, Turkey) as seen in Figure 1. The resistance-curve experiments were carried
out on specimens left in the laboratory environment at a temperature of 27 ◦ C for 7 days,
14 days and 28 days. The specimens were loaded at a ramp rate of 1.2 N/s to examine the
possible crack propagation; this was achieved with a proscope video monitoring system.
The video obtained from the proscope was analyzed with the scientific imaging software
“image J 2”, which was used to investigate the crack/microstructure interactions that
resulted in the resistance-curve behavior. Loading was carried out until the specimens
broke into two or more pieces. The critical stress intensity factors were then calculated
using the following expression:
PSf(a/w)
K= √
(3)
BW
where
f(a/w) =

a
3( w

1/2


2
2
{1.99 − (a/w)(1 − a/w)(2.15− 3.93a
w + 2.7a /w }

a 1/2
2(1 + 2a/w)(1− w

(4)

where K is the critical stress intensity factor in MPa·m 12 , a is the crack length in m, F(a/w)
is the specimen compliance, P is the applied load in N, S is the span in mm, B is the
specimen thickness in mm and W is the specimen width in mm. SEM was used to examine
the crack/microstructure interactions associated with stable crack growth, prior to the
onset of catastrophic failure.

f(a/w)=

(4)

a 1/2
w

2(1+2a/w)(1- )

where K is the critical stress intensity factor in MPa·m½, a is the crack length in m,
F(a/w) is the specimen compliance, P is the applied load in N, S is the span in mm, B is
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200 cm
100 cm
50 cm
20 cm

Figure 1. Detailed schematics for single edge notched bend (SENB) specimens.
Figure 1. Detailed schematics for single edge notched bend (SENB) specimens.
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3.1.1. Morphological and Chemical Component Analysis
SEM Micrographs for the initial TMS presented in Figure 2.
SEM Micrographs for the initial TMS presented in Figure 2.
Figure 3 shows heterogeneous microstructures with various particles sizes and shapes.
It is also interesting to note that microcracks, highly interconnected particles with some
superficial pores, were observed abundantly in the unstabilized samples, whilst they tend
to decrease in the stabilized mixtures with Portland cement, as shown.
Presence of new minerals namely Sr, Kr and Ra can be noticed. This can be attributed
to the manufacturing process because these minerals do not appear in any other specimens.
A possible explanation is that during the specimen’s fabrication, the materials have been
mistakenly polluted with a foreign material containing these minerals.
The SEM-EDX analysis shows that the TMS is rich in silicate and alumina; these
results are similar to the ones obtained from Ajiboye’s work. In his work the termite soil
was classified as natural pozzolanas [28]. The overall silicate and alumina contents of
the TMS/Portland cement mixtures have increased upon the replacement of TMS with
Portland cement. The Ca present in the cement reacts with the water and the environing
air to form calcium hydroxide CaO (s) + H2 O (l) → Ca (OH)2 (s) [10]. The increase in the
silicate and alumina content is attributed to the formation of di-calcium and tri-calcium
silicates, which imparts strength to the cement. The alumina supplied by the TMS behaves
as a flux when mixed in the cement. Furthermore, the iron oxide present in the initial
TMS forms tri-calcium alumina-ferrite [42] by reacting with the calcium supplied by the
cement, which results in improved strength and hardness. Thus, the TMS provides sources
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Figure 3 shows heterogeneous microstructures with various particles sizes and
shapes. It is also interesting to note that microcracks, highly interconnected particles with
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which imparts strength to the cement. The alumina supplied by the TMS behaves as a flux
when mixed in the cement. Furthermore, the iron oxide present in the initial TMS forms
3.1.2. Crystalline Phases Analysis
The XRD spectra are presented in Figure 4. It presents the mineralogical analysis
diffractograms of the specimens at different stabilization levels. From the various graphs it
can be concluded that the predominant element is quartz (SiO2 ); this confirms the previous
EDX results presented in Figure 3 It is interesting to note that the initial crystalline phases
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can be concluded that the predominant element is quartz (SiO2); this confirms the previous EDX results presented in Figure 3 It is interesting to note that the initial crystalline
phases observed within the TMS changed considerably after the stabilization. Meanwhile,
the change of the peak intensity was not considerable.
However, at 5 and 10 wt% there was not any change in the present minerals and their
9 of 16
peaks remained intact too. Nevertheless, some peaks became slightly stronger in the various stabilization levels showing the formation of cementation compounds as affirmed by
the EDX results. These changes observed in the spectra of the mixtures, especially for 2Ѳ
values were located at around 0–10° and 30–40°. These changes can be interpreted by the
observed within the TMS changed considerably after the stabilization. Meanwhile, the
formation of new phases (chloritoid and carbon were observed in the stabilized specimens
change of the peak intensity was not considerable.
while absent in the initial termite mound soil) as a result of the hydration reaction.
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Figure 4. XRD spectra of: (a) unstabilised termite mound soil; (b) Ordinary Portland Cement; (c) specimens containing 5
Figure 4. XRD spectra of: (a) unstabilised termite mound soil; (b) Ordinary Portland Cement; (c) specimens containing
wt% of stabilisation; (d) specimens containing 10 wt% of stabilisation; (e) specimens containing 15 wt% of stabilisation; (f)
5 wt%
of stabilisation;
specimens
containing 10 wt% of stabilisation; (e) specimens containing 15 wt% of stabilisation;
specimens
containing (d)
20 wt%
of stabilisation.
(f) specimens containing 20 wt% of stabilisation.

3.1.3. FTIR Characterization
However, at 5 and 10 wt% there was not any change in the present minerals and
The results show that the spectra are dominated by C–C–C bending, O–H stretchingtheir peaks remained intact too. Nevertheless, some peaks became slightly stronger in the
bending and O–Si–O bending bands. In the stabilized mixtures, these bands remained the
various stabilization levels showing the formation of cementation compounds as affirmed
same, with some displacement. This can be explained by the evident substitution of the
by the EDX results. These changes observed in the spectra of the mixtures, especially for 2θ
Si–O bounds by Si–O–Al, resulting in the dissolution of the reactive phases (silicon, aluminum) [42].
The existence of network formation after the stabilization of TMS with Portland cement was displayed after the stabilization. This validates the SEM-EDX results where
there was some insignificant formation of new phases, but mostly an increase in the num-
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values were located at around 0–10◦ and 30–40◦ . These changes can be interpreted by the
formation of new phases (chloritoid and carbon were observed in the stabilized specimens
while absent in the initial termite mound soil) as a result of the hydration reaction.
3.1.3. FTIR Characterization
The results show that the spectra are dominated by C–C–C bending, O–H stretchingbending and O–Si–O bending bands. In the stabilized mixtures, these bands remained
the same, with some displacement. This can be explained by the evident substitution of
the Si–O bounds by Si–O–Al, resulting in the dissolution of the reactive phases (silicon,
aluminum) [42].
The existence of network formation after the stabilization of TMS with Portland cement
was displayed after the stabilization. This validates the SEM-EDX results where there was
some insignificant formation of new phases, but mostly an increase in the number of
existing phases was perceived as shown in Table 2. The stretching and bending vibrational
absorption peaks of O–H shows the chemical bond of water in the stabilized TMS with
cement. The hydration reaction generates calcium hydroxide from the calcium oxide which
reacts with the carbon dioxide in the air. However, the carbonation reaction increases the
bonding between the soil’s particles resulting in compressive strength improvement due to
the formation of C–S–H (calcium silicate hydrate) [10]. Figure 5 shows the details of the
different absorption bands in the FTIR results.
3.2. Effect of Cement Stabilization on the Macrostructure (Compressive and Flexural Strengths,
Fracture Toughness)
3.2.1. Compressive Strength
The results obtained from the compressive tests are presented in Figure 6a. These show
that the compressive strengths increased from the curing age of 7 days to 28 days for all the
samples with the exception of the 5 wt% stabilization. The highest compressive strength
obtained in this study was 13.91 MPa at 5 wt% replacement. Prior work by Elinwa [31] on
calcined termite mound soil showed that the highest compressive strength obtained was
25.9 MPa at 10% replacement. The variation of the results between the previous and present
work may be attributed to the effect of calcination in the later work which increased the
active elements within the termite mound soil. However, in this current study the highest
compressive strength met the minimum compressive strength required by the American
Society of Testing Materials (ASTM) for a non-load bearing masonry unit.
Our results also show that the curing duration affected the compressive strengths. As
the curing period increases, cementation compounds and reactions such as flocculation and
reduction in plasticity may take place affecting the soil’s strength from that point on. At
5wt% replacement of TMS by cement, higher crystallinity was observed than in the other
mixtures; as load increases the particles tend to be denser, which results in filling the pores,
subsequently increasing the compressive strength. The increase of compressive strength
can also be attributed to the cementitious reaction taking place between the siliceous and
aluminous components of the TMS and the calcium from the Portland cement. During
the testing, the samples failed due to formation of almost-vertical surface cracks and
disintegration of sideways (Figure 6b,c). This is an indication of the plastic deformation of
the samples into a triangle-like shape causing the disintegration of the sides. Regardless
of the disintegration of the sides, the central part remained intact although the samples
experienced deformation and cracking before failure. The developed cracks were parallel
to the loading direction.
3.2.2. Flexural Strength
The results for the flexural strength tests are presented in Figure 7. The flexural
strength increased proportionally to the curing time; from the early time of 7 days to 24
days, the flexural strength for all the samples increased. The unstabilized specimens and
the specimens with 20 wt% of cement did not display any flexural strength at 7 days. The
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highest flexural strength was 10.25 MPa for 5 wt% replacement. However, in the study
carried out by Elinwa [31] the stabilization of calcined soil and mound clay into cement
had a greater effect on the flexural strength and the highest flexural strength was 7.2 MPa
for 10 wt% for 28 days. The differences may be attributed to the soil mineralogy and
chemical composition as they are not a “fits all” for all the termite mound soil; it is flexible
and mainly dependent on the region where the termite mound is located. The results of
the flexural strength followed the direction of the compressive strength; this confirms the
relationship between the compressive and tensile strength established by Ajiboye in the
case of partial replacement of powdered termite soil in concrete [28]. During the testing, it
was observed that the initial crack was generated at the mid-span opposite to the loading
plane before failure as the applied load increased. The specimens underwent brittle failure.
The tensile strength development also reflects the formation of the products from the
hydration process in water over the curing age.
Table 2. Peaks and functional groups present in the various samples. Termite mound soil (TMS), termite mound soil
95%-cement 5% and termite mound soil 90%-cement 10% (TMS95C5 and TMS90C10), termite mound soil 85%-cement 15%
and termite mound soil 80%-cement 20% (TMS85C15 and TMS80C20).
TMS (cm−1 )
3854, 3695, 3650, 3620
1654
1101, 1032, 1008
913
795, 694
538,
Buildings 2021,
11,469
x

TMS5C95 & TMS 10C90 (cm−1 )

TMS15C85 &
TMS 20C80 (cm−1 )

3695, 3645, 3619
1652
1418
1032
1070
912
753, 694
530, 469

3851, 3695, 3647, 3618
1652
1418
1101
1032, 1007
913
795, 694
538, 470

Functional Group
O–H stretching
C=C stretching
CH2 & CH3 bending
C–C–C bending
Si–O–Si stretching
C–H bending
O–H bending
O–Si–O bending 11 of 17

Figure 5. FTIR spectra of the unstabilised termite mound soil and the various stabilisation
stabilisation level
level (5
(5 wt%,
wt%, 10
10 wt%,
wt%, 15 wt%
and 20 wt%).
Table 2. Peaks and functional groups present in the various samples. Termite mound soil (TMS),
termite mound soil 95%-cement 5% and termite mound soil 90%-cement 10% (TMS95C5 and
TMS90C10), termite mound soil 85%-cement 15% and termite mound soil 80%-cement 20%
(TMS85C15 and TMS80C20).

TMS (cm−1)

TMS5C95 &
TMS 10C90
(cm−1)

TMS15C85 &
TMS 20C80 (cm−1)

Functional Group

3854, 3695, 3650, 3620

3695, 3645, 3619

3851, 3695,3647, 3618

O–H stretching
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ceous and aluminous components of the TMS and the calcium from the Portland cement.
During the testing, the samples failed due to formation of almost-vertical surface cracks
and disintegration of sideways (Figure 6b,c). This is an indication of the plastic deformation of the samples into a triangle-like shape causing the disintegration of the sides.
Regardless of the disintegration of the sides, the central part remained intact although the
samples experienced deformation and cracking before failure. The developed cracks were
parallel to the loading direction.

12 of 16

(a)

(b)

(c)

Figure 6. (a) Compressive strength of the samples at 5%, 10%, 15% and 20% stabilizations designated as TMS5C95,
TMS10C90, TMS15C85 and TMS20C80 respectively at the different curing ages (7, 14 and 28 days), (b) specimen failing
under compression, (c) specimen’s failure under three-point bending testing.

3.2.3. Fracture Toughness
The results for the fracture toughness tests are presented in Table 3. In this study,
three-point bending tests were carried out on SENB specimens made from stabilized and
unstabilized TMS in order to understand the mechanical behavior and crack propagation
mechanism in the material to ascertain the cement stabilization’s effect on the toughness of
the TMS. The resistance curve obtained in Figure 8 gives the main information about initial
and final stress intensity factors (K0 and K respectively) and the ratio between the crack
length and the specimen depth (a0 /W) obtained from the R-curves of individual samples
tested for the different curing days (7, 14 and 28 days). The SENB technique allowed us
to plot the R-curve as a function of crack propagation ∆a; the evolution of cracks follows
three stages [44]:

•
•
•

If ∆a = 0 the crack propagation stops.
If 0 < ∆a < ∆ac the crack propagation is stable.
If ∆a > ∆ac the crack propagation is unstable.

flexural strength followed the direction of the compressive strength; this confirms the reof case
17
lationship between the compressive and tensile strength established by Ajiboye in14the
of partial replacement of powdered termite soil in concrete [28]. During the testing, it was
observed that the initial crack was generated at the mid-span opposite to the loading plane
before
the propagation
applied load stops.
increased. The specimens underwent brittle failure. The
If Δa =failure
0 the as
crack
13 of 16
tensile
strength
development
also
reflects
the formation of the products from the hydrais stable.
If 0 < Δa < Δac the crack propagation
tion
process
in water
the curing
age.
If Δa
> Δac the
crackover
propagation
is unstable.

Buildings 2021, 11, x

•
•
•

Buildings 2021, 11, 86

Table 3. Information obtained from the R-curves of unstabilized and stabilized TMS.
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Load K (MPa·m½) a/W
K (MPa·m½) a/W
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0.4
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0.4
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0.4
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0.0009
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-

0.5
0.6
0.7
-

0.00025
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-
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0.0040

0.5
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0.6
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It can be observed that the initial crack was generated at the notch, which is at the
opposite loading plane of the sample, and it propagates until failure occurs. The stabilized
TMS displayed crack propagation mechanisms comporting stable propagation and unstable
propagation. At the beginning of the loading, the crack propagation was stable, while it
changed to unstable propagation as the loading increased. However, the stable propagation
mechanism was considerably more important than the unstable propagation. At the early
curing age of 7 days the samples did not show any resistance as they failed at loading of
0 KN. Nevertheless, the samples exhibited some toughness at the late curing age of 28 days:
1
a stress intensity factor of 0.00352 MPa m 2 and a/W = 0.65. The specimens are expected
to acquire more toughness over a long curing period. The unstabilized TMS showed no
toughness for all the curing days, although the crack propagation mechanism was stable.
The unstabilized TMS specimens contained remarkable surface cracks; these surface cracks
give rise to the stable growth.
3.2.4. Statistical Analysis of the Mechanical Properties
From the statistical analysis of the mechanical properties, it is observed that the
unstabilized and stabilized TMS had no significant difference in the means of compressive
strength for all curing days. At the 95% confidence level, the means of the flexural strength
at 7, 14 and 28 days of curing are not significantly different for the stabilized TMS, while
for the unstabilized TMS, the means of flexural strength were significantly different for all
curing ages. Finally, for the fracture toughness, the statistical analysis showed a significant
difference in the stress intensity factor over the crack growth for the stabilized TMS for all
the curing days.
4. Conclusions
This paper presented the experimental investigation of the strengths (compressive
and flexural) and fracture toughness of unstabilized and stabilized TMS. Indeed, the
utilization of termite hill soil is aimed to produce eco-friendly materials in constructionrelated fields to address the problem of housing in the central African region, precisely
in Chad. TMS stabilization with cement was used with the aim of obtaining an easily
replicable engineering technique for that region, where termite hills are very abundant
but considered as natural waste. In fact, the stabilization of TMS was done by replacing
partially the TMS (5 wt%, 10 wt%, 15 wt% and 20 wt%) using Portland cement to ascertain
the effect of the cement as stabilizer and also to reduce the amount of cement required
in construction. This implies a reduction of the total housing cost. Salient conclusions
deduced from the study are presented below.

•

•

•

•

The stabilization of TMS with 5% Portland cement showed good interactions between
the two phases (cement and TMS) from the microstructural level to the macrostructures
(mechanical behavior). Initially, the unstabilized TMS displayed some pozzolanic
properties, thus the partial replacement by cement demonstrated very good bonding
in addition to the hydration process products. Thus, the stabilization enhanced the
TMS strengths due to the development of a greater bond between the soil and cements’
particles for all the replacement levels.
The highest compressive strength was obtained for 5 wt% stabilization. That compressive strength development is high due to the cement stabilization through the
formation of a new strong network.
The flexural strength development followed the compressive strength direction. However, the highest flexural strength observed was 10.25 MPa at 28 days for 5 wt%
stabilization. This flexural strength is significantly greater than the results obtained
from the calcined termite mound soil [31];
The various stabilization levels (10, 15 and 20 wt%) did not display any toughness to
fracture. Only the 5 wt% displayed some toughness despite its characteristics of crack
propagation (stable and unstable). It exhibited the highest stress intensity factor 3.52
1
kPa·m 2 at a/W = 0.65 at 28 days.
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This study shows that termite mound soil can be efficiently engineered into a sustainable construction material via stabilization technology. In any case, this study constitutes
the first investigation of the crack propagation mechanism of termite mound soil. The
results of this study are a solution among many others to the housing problem in Chad and
in SSA. They are a solution in the sense that the results of this study can be produced at
industrial scale in restrained regions without high demand of manufacturing instruments
and materials. Additionally, the use of uncalcined termite mound soil is aimed to reduce
the carbon footprint during manufacturing. Indeed, the main material is locally available,
renewable and its acquisition is free without any cost. For future work, termite mound soil
can be used in the production of bio-composites with natural or synthetic fibers.
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